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MAXIMUM HEIGHT OF COVER IN FEET

SHEET THICKNESS IN INCHES

0.10 0.15 0.20 0.250.125 0.175 0.225INCHES

 

DIAMETER

PIPE

SQ. FT.

 

 

AREA

9" x 2�" CORRUGATIONS

STRUCTURAL PLATE ALUMINUM ALLOY PIPE
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NOTES:

AT END OF DESIGN LIFE.

COVER HEIGHTS INDICATED IN TABLE ARE FOR FINISHED CONSTRUCTION, USING AASHTO LRFD BRIDGE DESIGN SPECIFICATIONS AND ASSUMING 25% METAL LOSS1.

ON EACH SIDE OF THE PIPE OR TO THE INTERSECTION WITH A CUT.

� DIAMETER.   THIS COVER SHALL EXTEND THE FULL LENGTH OF THE PIPE.   THE APPROACH FILL RAMP IS TO EXTEND A MINIMUM OF 10(DIAMETER  36") 

TO PROTECT PIPE DURING CONSTRUCTION, MINIMUM HEIGHT OF COVER PRIOR TO ALLOWING CONSTRUCTION TRAFFIC TO CROSS INSTALLATION SHALL BE  2.

ALLOWED ONLY IF ALL POSSIBLE MEANS TO OBTAIN THE STANDARD VALUE HAVE BEEN EXHAUSTED.

COVER HEIGHTS CANNOT BE ACHIEVED, AND ABSOLUTE MINIMUM FINISHED COVER HEIGHT OF 1.0’  OR � DIAMETER, WHICHEVER IS GREATER, WILL BE 

STANDARD MINIMUM FINISHED HEIGHT OF COVER FOR ALL PIPES SHALL BE 2.0’  OR � DIAMETER, WHICHEVER IS GREATER.  IN CASES IN WHICH THESE 3.

SEE STANDARD PB-1 FOR PIPE BEDDING AND BACKFILL REQUIREMENTS.4.

CURRENT ASTM DESIGNATION A-394.  BOLTS ARE TO BE LOCATED IN THE VALLEY AND CREST OF EACH CORRUGATION IN DOUBLE ROWS SPACED 1�" APART.

STEEL BOLTS ONLY TO BE USED.  BOLTS ARE �" DIAMETER HIGH STRENGTH TO MEET CURRENT AASHTO DESIGNATION M-164 AND GALVANIZED TO MEET 5.

HEIGHT OF COVER TABLE FOR HL-93 LIVE LOAD

STRUCTURAL PLATE ALUMINUM ALLOY PIPE
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